NACA TN 4019 TGE0T

60TL900

A

NATIONAL ADVISORY COMMITTEE
FOR AERONAUTICS

TECHNICAL NOTE 4019

SOME OBSERVATIONS ON STRESS-CORROSION CRACKING
OF SINGLE CRYSTALS OF AZ61X MAGNESIUM ALLOY
By F. Meller and M. Metzger

Columbia University

Washington
July 1957

- - oA ©y
v
s nab

Y e ST Tall)

" LFL 2811,

fuws

WN ‘gdv) AYVHEIT HD3L



i

1ECH LIBRARY KAFB, NM

09
TECHNICAL NOTE 4019

SOME OBSERVATIONS ON STRESS-CORROSION CRACKTING
OF SINGLE CRYSTALS OF AZ61X MAGNESIUM ALLOY

By ¥. Meller and M. Metzger
SUMMARY

Exploratory tests were made of the stress-corrosion cracking of
single crystals of solution-treated AZ61X magnesium alloy in distilled
water, in 0.5 and 1 percent hydrofluoric secld, and in & salt-chromate
solutlon consisting of 35 grems of sodium chloride and 20 grams of potas-
sium chromate per liter. In most of the successful tests the basal plane
was at an intermediate angle to the specimen axis; in all the corrodents,
these specimens failed at nominael tensile stresses in the range of
3,500 to 4,300 pounds per square inch; pronounced basal slip (plus accom-
panying modes of  deformation) preceded cracking and fallure started at
an angle of T0° to 90° from the basal plane. Although the deformation
processes were not studied in detall, the path chosen by the crack was
attributed to mechanical rather than electrochemical factors and the
possible importance of the prior deformation, which has not been con-
sidered previously, was pointed ocut. The presence of a stress producing
macroscople slip was found a sufficient condition for cracking in the
presence of a suitable corrodent; whether it is also a necessary con-
dition was not established. The present work did not provide any data
with which either the film-rupture theory of stress-corrosion cracking
(electrochemical nucleation and propagation) or the mechanical theory
(electrochemical nucleation and mechanical propagation) could be criti-
cally evaluated. Basal failure occurred in only one of three cases where
the basal plane was at a relatively high angle to the specimen axis and
therefore disposed favorably for this type of falilure; examination of
these data led to a tentative explanation for the reported tendency for
basal failure in polycrystals.

INTRODUCT ION

In those megnesium alloys susceptible to stress-corrosion cracking,
the failure is transgranular under many conditions (ref. 1). The pres-
ent work was undertaken to investigate the factors influencing the path
taken by a transgranular crack and consisted of a preliminary study of
the failure of stressed single crystals of various orientations of the
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AZ61X alloy exposed to several corrodents. Although this study had to
be terminated abruptly and the results were therefore not so comprehen-
sive as originally planned, some important conclusions could be drawn.

Stress-corrosion experiments which will yield fundamental information
are difficult to design since no firm opinion can now be glven as to the
mechanism by which a stress-corrosion crack is nucleated or propagated.
Intergranular fallure appears to be the simpler case since the course of
the crack follows an anodic path preexisting in the alloy structure
(ref. 2). In the case of transgranular failure, there is, in general, no
unique preexisting anodic path (except for those running along subgrain
boundaries and these have not been shown to be important). Transgranular
failure can be interpreted in terms of the essential ldeas of the gen-
eralized theory proposed by Mears, Brown, and Dix (ref. 2) in the fol-
lowing way. Electrochemical corrosion produces local penetrations, the
rate of advance of which soon drops to a low value as films form on the
surfaces of the crack or pit; the stress concentration at the tip of the
crack produces locael plastic deformation which results in rupturing of
the film at that point and the continual exposure of film-free anodic
metal thus permits electrochemical attack to continue. This mechanism
leads to the conclusion that, in a given grain, a transgranular crack
will propagete Iin a direction determined by the location of the regions
over which the film is ruptured and thus by the geometry of plastic
deformation at the crack tip. A quite different possibility 1s that the
crack propagates mechanically as suggested by Keating (ref. 3) and
Harwood (ref. 4). This mechanism postulates that the crack can be propa-
gated between structural barriers in the metal by stress alone, the
function of corrosion being the formation of the original crack as well
as the reactivation of the crack after its progress has been stopped by
a barrier. It 1s lmportant to note that, although electrochemical action
is an indispensable feature of both mechanisms, the dlrection in which
a transgrenular crack will propagate would in either case depend on the
mechaenical properties of the metsl at the crack tip and may or may not
vary with crystallographic orilentetion depending on how strongly anlso-
tropic these properties are. Attention 1s thus directed to mechanicsal
factors. It is difficult to make precise observations of the mechanical
behavior at the crack tilp; however, the study of single crystals may
prove fruiltful since the variation in stress-corrosion behavior can be
observed as a functlon of crystal orientation, hence, of varying mecheni-
cal properties.

Studies of magnesium-alloy single crystals were first made by Graf
(ref. 5) on solution-treated specimens of AZ61l alloy under a stress of
agbout 4 kilograms per square millimeter (6,000 psi), which was slightly
in the plastlc range, In distilled water. GCraf noted that the cracks
always ran more or less parallel to the plane of maximum tensile stress
but few conclusions cen be drawn since he studied only crystals where
the basal plene was approximately parallel to the stress axis. It may
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be noted, however, that he made a careful study of polycrystalline speci-
mens which showed that the stress-corrosion susceptibility was not signif-
icant unless the stress was sufflcient to produce at least a very small
plastic deformation (somewhat less than 10 percent of the elastic strain) .
A similar conclusion may be drawn from unpublished work done by the Dow
Chemical Co. which showed, for a variety of polycrystalline magnesium
alloys tested in the standard salt-chromate solution (35 grams of sodium
chloride plus 20 grams of potassium chromste per liter), that the minimum
stress required to produce significant stress-corrosion susceptibility
was practically equal to the minimum stress at which the solution poten-
tial of the alloy showed a (transient) anodic shift, the anodic shift
indicating that enough film-free surface had been exposed by plastic
deformation to give a detectable effect.

While the present work was in progress, other observations of the
path of fallure were msde by Priest, Beck, and Fontana (ref. 6) in
coarse-gralned specimens of the (controlled purity) AZ61X alloy in the
standard salt-chromate solution under high stresses (substantially above
the yield stress, which was 32,000 psi). They found that the path of
failure tended to follow the basal plane and postulated that the pre-
ferred path direction was due to é€lectrochemical factors, that is, to
the directionality of the FeAl platelets which, as the work of
Heidenreilch, Gerould, and McNulty (ref. 7) strongly suggests, serve as
cathodes in transgranular failure. The FeAl fine structure was assumed
to be lying parallel to the basal plane.

The results of the present work show that failures often start and
run on planes other than the basal plane and are thus inconslstent with
the hypothesis of Priest, Beck, and Fontana. The present results are
consistent with the view that deformation or fracture mechanisms play a
primary role in determining the course of a transgranular crack.

This work was conducted at Columbia University under the sponsorship
end with the financial support of the National Advisory Committee for _
Aeronsutics. The authors wilsh to express their appreciation to Mr. A. J.
Greene for assistance. with the experimental work, to Mr. J. Intrater for
substantial help in developing experimental techniques, and to the
Dow Chemical Co. for specimen material.

EXPERIMENTAL. PROCEDURE o

The material studied was 1/16-inch AZ61X magnesium alloy sheet
supplied in the annealed conditlion by the Dow Chemical Co. who furnished
the following analysis: aluminum, 5.6 percent; zinc, 0.76 percent; man-
genese, 0.33 percent; calcium, less than 0.0l percent; copper, 0.00k per-
cent; iron, less than 0.001l percent; nickel, 0.0006 percent; lead,
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0.012 percent; silicon, less than 0.0l percerit; and tin, less than
0.001 percent. Strips of this alloy were stacked and milled to the form
of tensile specimens esbout 4 inches long with a reduced section 1/k inch

wilde and 1% inches long and a bolt hole at each end.

Considerable effort was required to develop a reliable procedure
for prepering snd handling single-crystal specimens. The heat-treating
technique developed involved sealing the specimen In & Pyrex tube after
admitting air at a pressure of sbout l/h atmosphere. When the specimen
was heated, the oxlde and/or nitride film formed served %o minimlize the
rapld evaporation of magneslum and deterloration of the specimen which
would otherwise have occurred. To prepaere single crystals, some of the
blanks were subJected to a plastlc straln in tenslon of sbout 0.25 per-
cent and the machined surfaces were polished and etched to remove the
cold-worked layer. The speclmen cepsules were annealed by raising the
furnace temperature 50° C per day from 3000 to 480° C or else they were
passed through a traveling furnace set at 480° C at the rate of 1 inch
per day. On the average, the latter procedure gave better results.
Although a large number of the crystals used had been strained before
snnealing, strain wes not found necessary for the growth of large grains
which presumsbly resulted from the exaggerated growth of a few grains
in the specimens at high temperatures rather then from a recrystalliza-
tion process. About half the annealed blanks had grains in the test area
coarse enough to be useful, but & number of these were unsatisfactory
beceuse of small included gralns in the central portion of the reduced
section or because the specimen was not straight.

Several more-or-less typilcal specimens are shown in figure 1. In
a few only one grain covered the test length (center specimen). In many,
a short grain could be masked out to achleve the same result (bottom
specimen). A number of specimens with two or three grains in the reduced
length were tested to determine through which grain fallure would occur.
These specimens had grains of roughly equal length; the multigrain speci-
men shown at the top in flgure 1 is unrepresentative in this respect.

Annealing and straining-and-annealing methods did not yield coarse-
grained specimens In the lots furnished of AZ31X and M-l sheet originally
intended for inclusion in this study.

The orientations of the AZ61X crystals, determined from back-
reflection Laue photographs, were scattered over the whole orientation
range. Many of the AZ61X crystals were tested as ailr-cooled from the
crystal preperstion snneal.. A number were subsequently annealed
at 350° C for 24 hours and water-quenched. In order to prevent dis-
tortion during this treatment, the crystals were clamped between graphite
blocks before encapsulating.



NACA TN 4019 . >

The dead-weight loading epparatus for stress-corrosion testing is
shown in figure 2. The specimen A is held between steel clamps (Later
AZ61X clamps) and the load is transmitted by steel strips C looped over
self-alining ball bearings B, an arrangement which enabled fair initial
axiality of loading to be achieved (the stresses on opposite edges of
the specimen for loads in the elastic range were at worst within 15 per-
cent of each other as determined in several runs on a polycrystalline
dummy with the aid of Huggenberger extensometers). Axialilty would have
been importent if failures had occurred under stresses within the elastic
range, but no failures were observed until the specimen was well within
the plastic range. Axiality cannot then be maintained because of the
gross inhomogenelty of the deformation of hexagonal single crystals,
especlally under the present conditions, where (1) the ratio of test
length to specimen wldth is low so that bend gliding at the ends of the
test lengbth can influence a substantlial portion of the test length and
(2) a grain outside the test length may be so much more favorably
oriented for slip that it is the first to slip, thus making axial loading
of the grain under test ilmpossible. For these reasons, meny of the fail-
ures observed may have been initiated by local stresses much higher than
the nominal stress.

The corrodent G (fig. 2) was held in an acrylic cup F fitted with
8 neoprene plug E which slid over the beeswax-rosin masking D at the
ends of the specimen, this joint and the steel clamps belng covered with
petrolatum for added protection. Wax masking was also spplied at the
upper end of the specimen so that the specimen was not exposed at the
air interface. The cup was covered during the test to minimize evap-
oration but to permit access of oxygen. At the start of each test, the
corrodent was always added before applying the load. The specimen had
previously been electropolished in the polishing bath of hydrochloric
acid and Cellosolve in order to facillitate the observation of cracks and
straln markings during the test.

The experimental difficulties encountered in these tests are
described later. Pilot tests made to eld in selecting sultable heat
treatment and corrodent are also described below.

The stress-corrosion experiments described herein were concerned
only with the verlables of stress, crystal orientation, and type of
corrodent. Microstructural variables were not included; all specimens
were essentially solution-treated. Consideration of the subgrain struc-
ture as an additional varisble had been planned Initially. Tt was found,
however, that the crystals did not have pronounced substructures; the
orientation spread indicated by the size of the Laue spots was very small.
A brief attempt was made to reveal subboundaries by etching. Of the
first five microetchants listed in the Metals Handbook (ref. 8), the
glycol—acetic-acid—nitric-acid solution etched low-angle grain bound-
aries (orientation difference estimated as several degrees) as did the
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pleral—acetic-acid etchant described by George (ref. 9), but nelther
revealed any distinct subgraln-boundery structure. At this point, work
in this direction was halted since the stress-corrosion test results
showed that fallure occurred after pronounced plastic deformation and

it seemed likely that this produced structural defects substantially
more severe than those provided by the origlnal subgrain structure which
thus did not appear to be a primary factor in this work.

EXPERIMENTAL RESULTS

Pilot Tests on Polycrystalline Specimens

As a guide in selecting test conditlons, a number of constent-
deflection bend tests were made using 1/k-inch-wide 6fg-inch-long

polycrystalline strips held in 5.6l-inch-long phenolic jigs which pro-.
duced initial stresses above the yleld strength in the central reglon of
the strip. The specimens were pickled before testing for 20 seconds in
10-percent nitric-acid solution. The results of the investigation of
the solution-treating temperature ylelding greatest susceptibllity to
stress corrosion using the standard salt-chromste solution (35 grams of
sodium chloride plus 20 grams of potassium chromate per liter) are given
in table I. A wide scatter is 1lnherent in this type of test since when-
ever the time to failure 1s substantial, stress relaxatlion in the speci-
men tends to make the failure time even longer. The data in table I

ere therefore not considered to show any significent verietion of sus-
ceptibility with annealing temperature in the range studied. A similar
result was obteined by Perrymen (ref. 1) for an experimental 5-percent-
aluminum elloy. -

It was of interest to survey single-crystal behsvior in several
corrodentes produclng relatively rapild fallures without heavy general
corrosion. Fluoride solutions were suggested by some of Perryman's
results and some of these are compared with strip test results obtained
using saelt-chromate solution and distilled water which are given in
table II. In the salt-chromate solution, a crack ls observed after a
very short time and failure occurs soon thereafter. In distilled water,
a number of cracks formed after a few days and here.also the speclmens
failed falrly soon after the appearance of cracks. BHowever, in the
fluoride solutions, fine, perhaps shallow, cracks formed not long after
immersion, and in meny cases these progressed very slowly so that fall-
ures did not slways occur in .reasonsble times even when the stress in the
specimen had not relaxed too far. The susceptibility in the 0.5 percent
hydrofluoric acid seemed sufficient, however, and this solution was used
for some of the single-crystal tests since the film it formed over the
specimen surface was clear and permitted better observation of the strain
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markings developing during the test than did the films formed in dis-

t1lled water or salt-chromate (also used) which were dark and patchy.

In all three corrodents, the failure of the polycrystalline strips was
transgranular.

Single-Crystal Tests

General remarks.- Stress-corroslon tests using the arrangement shown
in figure 2 were first made on a few preliminary coarse-grained specimens
by increasing the stress stepwise until failure occurred. These showed
plastic deformation to be importent, aside from its effect on the axilal-
ity of loading, in that it led to experimental difficulties with crystals
of some orientations and in that failure did not occur until it was
observed. Although the modes of deformation of this alloy were not
studied in detail, it was verified that the major mode of deformsition
in favorably oriented crystals was basal slip and many of the observa-
tions can be described in terms of this type of deformation. The obser-
vations of this investigation were consistent with the critical resolved-
shear-stress law of Schmid and Boas (ref. 10) which states that (basel)
glide begins when the resolved shear stress reaches a critical value Tos

The initial shear stress is calculated from the relation

T =0 sin X5 cos Ay where o 1s the tensile stress, X, is the initial
angle between the basal plane and the specimen axis, and Ao 18 the
initial angle between the specimen axis and the nearest of the type I
diagonal axes (which are assumed to be the possible slip directions).

For the present purposes, the error is small if it 1s assumed that
Ao = Xo and the tensile stress needed to produce basal slip can then

be written

Oc = 2To/sin 2Xg (1)

The critical tensile stress o, 1s thus a minimum st 45° and increases

symmetrically on elther side of this angle so that at 15° or 75° it is
twlce the value at 45°. If plastic deformation is necessary for failure,
then a high tensile stress is required when the grain under test has a
high or a low orilentation and this stress may be sufficient to produce
deformation in grains at the ends of the test lenghth undernesth the wax
(such a situation might arise in the bottom specimen of fig. l); the
deformation of these greins could allow the corrodent to leak under the
wax and either (1) reach the steel clamp resulting in rapid local general
corrosion and mechanical fallure near the clsmp when the specimen cross
section had been sufficiently reduced or (2) achieve the same result
because of local general corrosion in the oxygen-depleted ares or at the
solution-vapor interface underneath the wax. Two failures (in the salt-
chromate solution) attributable to the first situation and four (three
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of these in 0.5 percent hydrofluoric acid), to the second were obtained,
and all of these were cases where the orlentation was in the low (25° or
less) or high (greater than 65°) range. For these reasons, only a few
specimens of the extreme orientations were successfully tested, and thus
most of the data refer to the situation where bassl slip was the dominant
mode of deformatlon. Tt should be noted that deformation markings which
appeared to be twins were observed but thelr character and crystallog-
raphy were not verified; it is also possible that nonbasal slip occurred.
These could have accounted for large local stralns even though every case
where substantial elongation (say 5 to 10 percent) of & grain was observed
was assoclated with besal slip. In the present work, the first indica-
tions of basal siilp (weak slipbands) were noted at resolved shear stresses
in the neighborhood of 1,500 psi which 1ls in good agreement with the aver-
age critical shear stress of 1,640 psi (1,153 g/sq mm) observed for

AZ61 crystels by Schmid and Siebel (ref. 11).

Significant informetion was provided by one specimen which falled
because of the electrochemicel coupling at the steel clemp. This had
been ailr cooled from 480° C and had an orientation angle of 19°; 1t was

gtressed in salt-chromebte solution without fallure for h% weeks at

2,300 psi, then for 2 weeks at 2,850 psi, and then for 1 week at

3,260 psi (ell without evidence of plastic deformation) before failing
outslde the test area at 3,850 psi. While this did not provide a criti-
cal test of whether failure can occur at all in the elastic range, it
did indicate that the stress-corrosion life of these specimens was at
least substantisl at stresses which did not produce plastic flow.

For subsequent tests, the speclmens were stressed stepwise to fall-
ure at intervals of 1 week by starting et a load too low to give visible
deformetlion or strain markings (usually 3,000 psl, in a few cases
2,000 psi) and then entering and moving up in the plastic range in steps
of sbout 500 psi. Since failures were not observed below the plastic
range, this procedure provided assurance that the fallure stress was
always approeched from the low side and enabled the nominal tensile-
stress values obtalned to be used as a measure of comparative susceptl-
bility. In a few cases (these are indicated in tebles III(a) and III(b)),
the load was increased in shorter time or larger stress intervals, but
here also the specimen was under observation while the load was being
increased 1ln order to be sure that relatively small stress increments

ortance of plastic deformation.- One type of cobservation indi-~
cating the importance of plastic deformation is shown in flgure 3. Some
time after loading the specimen shown, a band where basal slip (orienta-
tion of basal plane, 31°) was particularly heavy had developed and it
was in this band that a crack developed and fallure occurred.
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Analogous behavior was observed in the two- or three-graln specimens
described in table ITI{a). No tendency for failure to be intergrenular
was noted. In specimens 7 end 23, failure occurs in the graln most
favorably oriented for basal slip (the one having the orientation closest
to 45°) and evidence of considerable basal slip was observed in the fail-
ure grain prior to the appesrance of a visible crack. Although in speci-
men 6 failure also occurred in the more favorsbly oriented 8° grain, this
specimen represents a different situation since the resolved shear stress
was too low for basal slip; strain markings could not be studied because
of the dark patchy film resulting from the distilled water exposure, and
there was little if any change in shape of the failure grain. However,
X-ray photographs of areas removed from the region of failure indicated
the fallure (8°) grain to have suffered substantial lattice distortion
while the other (1°) grain had not. X-ray photographs of specimen 7
(fig. 4) and specimen 23 showed the same conditions except that the dis-
tortion of the failure grain was greater. Thus, in these three specimens,
in 8ll of which the fallure ran st = high angle to the basal plane, the
observations indicate the stress-corrosion cracking to be strongly asso-
ciated with the plastic properties of the alloy.

In specimen 12, failure along the basal plane occurred in the
75° grain after a few faint unldentified strain markings had been noted;
additional markings (some appeared to be twins) and slight distortion
(fig. 5) appeared in the course of failure. No X-ray study was made,
and no statement can be made concerning the influence of plastic deforma-
tion in this case of basal failure.

Tt may be noted that one unfavorably oriented 820 specimen (water-
quenched), which failed in the 0.5 percent hydrofluoric acid through the
generally corroded area underneath the wax, withstood a stress of (at
least) 5,500 psi. It is not believed that the cathodic protection
afforded by the anodic areas under the wax substantially affected the
body of the specimen.

Comparison of behavior in various corrodents.- The behavior of
specimens having orientations in the 29° to 379 range, &ll of which
suffered a substantial emount of basal slip, was quite similar in all
of the corrodents employed (table III(b)). In each case, pronounced
slip preceded crack formation. The variation in the nominal stress for
fallure cannot be considered significant in view of the nonsxiality of
the loading. Specimen 33, which was stressed in accordance with the
customary increment schedule of 1 week at 500 psi, shows that, in the
absence of a corrodent, these crystals will withstand stresses sub-
stantially above the stress-corrosion limit for extended periods with-
out any indication of cracking.

It may be noted in teble ITI(b) that distilled water and hydro-
fluoric acid favored the formation of a number of ddditional cracks
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while only the crack which led to fallure formed in the salt-chromate
solution test, similar to the behavior of polycrystalline specimens
noted in table II. It was pointed out to the authors by the manufac-
turer that this behevior may be interpreted on the basis that the throw
of protective current from the first crack formed in a highly conductive
environment (salt-chromete solution) 1s great enough to inhibit crack
formation "elsewhere on the specimen, while in the poorly conductive envi-
romments (water and fluoride solutions), the throw is more or less
restricted to the vicinity of the crack.

In the one successful single-crystal test in salt-~chromate solution,
feilure occurred a half hour after the final load increment had been
applied, but no statement can be made as to whether single crystals would
alweys show the rapld fallure in this solutlon characteristic of poly-
crystalline specimens stressed above the yleld strength.

Wo direct comparison was made of the behavior of the alr-cooled as
compared with that of the water-~-quenched specimens; the data in
tebles ITI(a) and ITI(b) do not suggest any large difference.

Plane of failure.- Slnce the finsl stages of failure in these experi-
ments were consildered to represent simple mechanical failure under a high

to provide significant information on the path of a true stress-corroeion
crack. The first part of the failure was often relatively smooth with
irregular fine structure and sometimes very shallow but well-defilned
steps. It was more or less macroscopically plane, and this plane was
related to the crystal orlentatlion as expected in view of the observed
Influence of plestic deformetion; in view of the deformastlon preceding
failure, it was improbable that the crack surface would have been micro-
scoplcally plane in any event.

In specimens exhibiting basal slip, the crack ran initially at a
high engle, estimated to lie in the range 70° to 90°, to the basal plane
(figs. 3 snd 6) in all the corrodents used. This was also noted in the
low-orientation specimen 6 (teble ITI(a)). It was not determined whether
the plane of failure In these specimens was a definite crystallographic
plene; in many cases such a determination would have been subject to
uacertalnties arising from the distortion of the failure grain or to the
fact that the fallure was stepped or uneven.

Where pronounced basal slip was observed, a number of short edge
cracks was often found (usuelly these were not observed until the main
crack was well developed) and in a number of cases these were assoclated
with the unidentified strain markings which ran across the basal slip
traces (fig. 6). Many of the unidentified markings were found unaccom-
panied by cracks and 1t 1s thus presumed that these markings preceded
the cracks rather then followed them. '
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The only failure to start parallel to the basal plane within the
error of the orientation determinations occurred without pronounced basal
slip in specimen 12 (table IIT(a)) in the 75° grain (fig. 5); it is possi-
ble that one factor favoring basal failure here is the high orientation
angle which corresponds to a tensile stress across the basal plane almost
equal to the meximum tenslle stress. It is postulated that basal failure
did not occur in specimen 23 (containing & 71° grain) and in specimen 7T
(containing a 61° grain) because the alternative mode of failure involving
prior basal slip could be produced at a lower applied stress. Thus, in
specimen 23, the 29° grain deformed end failed first; in specimen 7T, the
61° grain itself suffered basal slip and falled by the nonbasal mechanism;
in specimen 12, the 5° grain was too unfavorably oriented to deform at
the stresses involved, and the T5° grain had not yet reached the critical
shear stress for basal slip so that, for this orientation, the alternstive
mechanism of failure was unable to precede the bassl mechanism.

With regard to basal failure, it is perhaps noteworthy that the
failure surface of specimen 32 in salt-chromate solution (teble ITI(Db))
showed a branch nearly perallel to the basal plane.

DISCUSSION -

The film-rupture theory of stress corrosion requires that plastic
deformation take place at least to the extent that the metal Just under
the crack tip continues to deform, and, because of the-stress concen-
tration under the crack, this deformstion is presumed to be possible
under stresses somewhat below the unnotched yield strengbh and thus in
the absence of deformation detectable by the usual methods. Since the
present work did not esteblish that failure does not occur st all below
the macroscople yleld stress, it did not furnish a critical test of this
theory. The present work indicates that a stress-producing macroscopic
deformation of a single crystal of AZ61X magnesium alloy is a sufficlent
condition for transgranular stress-corrosion failure in the presence of
a suitable corrodent. In the nonbasal failures, some deformation always
preceded crack formetion. Macroscopic inhomogeneity of this deformation
would produce higher stresses in some parts of the specimen. However,
microscopic inhomogeneities are likely to be more important; for example,
it is 1likely that dislocation pileups will affect local concentration
of the applied stress by at least several orders of magnitude under the
conditions of these tests. It is also likely that lattice vacancies are
produced during deformation. Thus, it 1s not unreasonable to suppose
that a ecrack is nucleated much more easily in the deformed regions than
in the unstrained material. Further, the deformatlon of these crystals
involved substantial plastic bending, and the resultant strain-hardening
could facilitate the mechanical propagation of a crack by inhibiting
competing plastic processes. These consideratlons suggest that one of
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the functions of plastic deformation not previously considered mey be
an alteratlon of the structure of thls alloy which enhances or produces
susceptliblllty to stress corrosion. This process can operste in con-~
nection with elther of the two theories of the stress-corrosion mechsn-~
ism considered; the mechanical factors Involved in the present work are
in a genersl way conslstent with elther theory.

As to the difference between the present data and the observation
of Priest, Beck, and Fontena (ref. 6) that failure tended to be basal,
the considerations discussed sbove in the section entitled "Plane of
fellure" may offer a clue. The present work shows that there is at
least one mechanism of nonbasal fallure and this involves basal slip
(plus other accompanying deformetion processes), which is produced at
relatively low stresses in single crystals. It is then attractive to
suppose that, in the tendency for basasl fallure observed by Priest,
Beck, and Fontans in coarse-grained polycrystalline specimens, the essen-
tisl circumsitance wes that the basal slip of each grain was severely
limited by the constraints due to the presence of the surrounding grains
80 that the mechanism involving slip followed by nonbasal fallure was
unable to come into play. In this view, the predominant mechanism of
failure in polycrystals may differ from the predominant mechanism in
single crystals, exZept for single crystals in e specific orilentation
range.

While {the present work does not provide Information on the role of
plastic deformetion in basal fallure, Priest, Beck, and Fontana showed
that & wave of plastic deformatlon precedes an sdvencing transgranuiar
crack in a polycrystalline aggregate where failure tends to occur along
the basal plane. This, together with other observations In previous and
present work cited above, constitutes a considerable body of evidence
indicating that the stress-corrosion cracking of AZ61X magnesium alloy
is strongly assoclated 1n some way with plastic deformation.

The hypothesis given in reference 6 that the plane of failure is
determined by the directionality of the FeAl platelets cannot apply to
the present data which suggest that mechanical rather than electro-
chemical factors determine this plene. However, it is concelvable that
the presence of FeAl platelets lying parallel to the basal plane is
responsible for the fact that a mechanism of basal failure exists.

Coclumbie University,
New York, N. Y., January 31, 1956.
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TABLE I

EFFECT OF SOLUTION-ANNEALING TEMPERATURE ON SUSCEPTIBILITY TO STRESS
.CORROSION OF DUPLICATE STRIPS OF POLYCRYSTALLINE AZ61X MAGNESIUM
ALIOY, INITIAILY STRESSED ABOVE YIELD STRENGTH, IN STANDARD
(35 GRAMS SODIUM CHLORIDE PLUS 20 GRAMS POTASSIUM

CEROMATE) SALT-CHROMATE SOLUTION

Treatment Time for visible crack to form, min

L4 C for 16 hr 6; 12

L4QO C for 16 hr + 370° C for 24 hr 6; 8

440° ¢ for 16 hr + 300° C for 32 hr 9; 7,000

510° C for 24 hr T; 13

3900 C for 24 hr . 17é 22

370° C for 24 hr P

3500 C for 24 hr ’ o8

3300 C for 2k hr [E

8Specimen was unbroken after 3 days at which time stress was
inereesed and it broke in 1% min,
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TABLE IT

STRESS-CORROSION BEHAVIOR IN VARIOUS CORRODENTS OF DUPLICATE STRIPS
OF POLYCRYSTALLINE AZ61X MAGNESIUM ALLOY, INTTIALLY
STRESSED ABOVE YIELD STRENGTH, QUENCHED

AFTER 24 -HOUR ANNEAL AT 350° C

First crack Specimen Number of
Corrodent observed, feils. hr cracks
hr ? formed
Standard salt-chromate solution|1/10; 2/15 13/60; 1/6 |One or two
Distilled water 5L8; 84 60; 96 | Several
0.5 percent hydrofluoric acld 2h; 2k 36; T2 Many
1.5 percent hydrofluoric acid <1; 24 (a) Many
5 percent hydrofluoric acid 1; 1 2k; (a) Many
.25 percent potassium fluoride 2k; 120 96; (b) Few
.5 percent hydrofluoric acid + 8; 8 168 to 216; (b) Few

1 percent potassium fluoride

8Cracks only progressing very slowly after 48 to T2 hr.
Peracks not progressing noticeably at time companion specimen broke.
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STRESS-CORROSION TESTS OF SINGLE CRYSTALS OR COARSE-GRATHED

SPECIMENS OF AZALX MAGNESIUM ATTOY

() Data for specimens having more then one grein in test length showing
that fallure occurs in grain which suffere plestic deformatlon

Grain Stress at Xg of
Spacimen | Condition | Carrodemt | crlemtation,| failure, | fallure Visual observations on specimen surface
(=) Xg, deg pal grain, deg
Distilled . CF¥eilwre grain not greatly dlstorbed;
6 AC water 1; 8 b5‘500 8 irregular transverse fallure
Distilled ®Distortion of failure grain evident;
T AC water 6; 20; 61 4,300 61 initis]l, crack runs at high angle to
bapal plane
Spistortion of grain of fallure evident;
1 percent . surface chows basal slip traces and some
25 AC hydrofluoric 29; TL 5,650 29 cross markings; fracture etarted ab high
acld sngle to basal plane; 719 grain shows
few markings which eppear to be twinse
Failure grein shows little distortliom
0.5 pexcent and some strain markings which appear
“ i . to be twin bands; fellure started par-
12 w hsdxacofi-d ¢ 2 T k, 500 1 allel or nearly persllel to basal plape;
50 grain is not dlstorbted but shows soma
straln markings

BAC ipdicates air-cooled from LBOC C; WQ indicates water-quenched from 350° C.

bopecimen wes losded as follows: 2,400 psi for 17 hr; 5,250 pei

for 15 br; 5,500 psi, failsd in 10

ToA A 1N

| -
pTay]

CTt was verified by X-rsy photographs that there was considerable distortion of lattice in grain of
feilure and very little distortion in other grains (see fig. 4).

9T

6TOH NI VOVN
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STRE3S-CORROSION THSTS OF SINGLE CRYSTALS (R COARSE-CRAINED
SPECIMENS OF AZ61X MAGNESIUM ALLOY

(b) Date for specimsns having cowmparsble crlentebtions showing that
bebavior doag not vary greatly in different corrodents employed

Grain Btress at
Bpecimen Condition crientation, Corrodent fallure, Remarks
(=) () %oy deg et
Distilled
b AC 31 vater %, 200 Bumber of emell edge cracks
0.5 percent
19 ] sk hydrofluaric L,000 Furber of smell edge cracks
acid
1 percent
23 AC dag hydraofiucric 3,650 Number of small edge cracks
gald
B8ingle.stepped crack with one
8alt-chromate & branch: branch ia parsllel
32 W 51 “Bolution 3,200 to or nearly parallel to
besal plene
No erscks obeerved although
33 " 32 Pertrolatum >7,500 specimen was mich mors seversly
deformed than otherg in table

8Tn each of these gpecimens (except 33) average plane of initial part of fallure runs at angle estl-
mated to be TO° to G0° from basel plane; all show strong besel slipbands, somestimes bent, and strain
markings rimning across basal sllp traces.

Dac indicates alr-cooled from 480° C; WQ indicates water-quenched fram 350° C.

g‘S‘pé'ua.mﬂn""““ i was stressed directly to 4,200 psi and failed within Wb hr.

d‘.‘l‘.‘wo-grain gpecimen which failed In 290 grain.

Sgpecinen %2 was stressed 2 days at 2,000 psl, 2 days at 3,000 vel, and falled after 1/2 hr st 3,500 psil.

6TON WL VOWN
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L-57-255k

Figure l.- Grain sizes of several types of test specimens. Top,
three grains in reduced section (specimens actually used had grains
of approximstely equel length); middle, one grain; bottom, small
grain would be masked out to expose only one grain to corrodent;
picral—acetic-acld etch. Magnification, 1X,
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Figure 2.- Side view of stress-corrosion test aspperatus. Container for
corrodent is shown in section. Letters indiecate: A, specimen;
B, self-alining ball bearings; C, steel strips; D, beeswax-rosin
masking; E, neoprene plug; F, acrylic cup; and G, corrodent.
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L-57-2555

Figure 3.~ Fallure in region of greatest deformation of single crystal
(specimen k) which had deformed considerably at 4,200 psi before
cracking (starting st left edge) in distilled water. Bent basal
slipbands (grain orientation, ¥Xg, 310) run fram upper left to lower

right. Magnification, 4.5X.
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(a)

(e) Failure grain 3 millimeters from failure surface; severe lattice
distortion and probably twinning,

L-57-2556

(b) Grain which remsined intact; very little or no lattice distortion
produced by stress applied during test.

Figure 4.- Back-reflection Laue X-ray photographs of two grains of speci-
men 7 after stress-corrosion failure. Tungsten radistion; dismeter
irradiated about 1 millimeter; specimen-to-film distance, 3 centimeters.
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L-57-255T7

Flgure 5.- Fallure which started at right parallel to basal plane in lower
(75°) grain of two-grein specimen which failed at 4,500 psi in 0.5 per-
cent hydrofluoric acid. Magnification, 4.5X.
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L-57-2558

Figure 6.- Region near failure of specimen 23, which failed in 29° grain
in 1 percent hydrofluoric acid at 5,650 psi, showing that edge cracks
crossing basal slipbands (coarse bends sre visible and run from upper
left to lower right) are often associated with deformation markings
which run across the basal slipbands. Failure began at upper edge.

Magnification, 12X%.

NACA - Langley Fleld, Va.



